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TABLE I 

CHARACTERISTICS OF RAW WOOL AND RESULTANT CARD SLIVERS AND SLUBBINGS 

RAW WOOL CHARACTERISTICS SCOURED 

Lot Total Spiral Seed Hard m.(.d. Staple Refiectance Yellowness 
No. VM Burr & Heads (um) Length (%) 

I 

2 

3 

4 

s 

6 

7 

8 

(%) (%) (%) 
Uncarb 

0,64 0,02 0,62 0,00 19,6 54 66 

0,66 0,00 0,64 0,02 23,3 55 67 

1,15 0,06 1,09 o.oo 20,3 62 66 

1,63 0,08 1,55 0,00 20,6 63 62 

1,84 0,20 1,64 0,00 21,3 45 64 

5,52 3,92 1,60 0,00 20,2 60 70 

6,29 0,94 5,3S 0,00 18,8 61 68 

7,73 1,31 3,09 3,32 21,5 70 59 

a = No per 20g measured on uncarbonised wool emerging from the scribbler 
b = No per 20 g measured on carbonised wool emerging from the scribbler 
c = No per 20g measured on carbonised wool emerging from the finisher 

VM determined chemically on carbonised card slivers 
MSS determined at a yarn linear density of 100 tex 

(%) 

Carb Uncarb Carb 

71 10 II 

73 IO 12 

73 II II 

67 10 12 

66 II 12 

68 10 12 

66 10 12 

S9 12 13 

Long Burr• Short Burr"' 

• b C • b 

2 0 - 2 0 

3 0 0 4 0 

10 I 0 8 2 

5 0 0 7 I 

36 1 0 29 4 

366 32 5 184 61 

49 I 0 257 14 

65 5 I 79 16 

CARD SLIVER AND SLUBBING CHARACTERISTICS 

Straw• Bits* Total VM Count• Total MSS••• 
Residual at 

VM .. Bruk 

C • b C a b C a b C (%) (r/mln) 

- 24 7 - 75 47 - 103 54 - 0,02 3860 

0 24 4 I 66 31 3 97 35 4 0,02 3682 

I 82 19 I 78 54 7 178 76 9 0,08 3852 

I 251 63 7 147 92 II 410 156 19 0,02 3625 

0 94 IS 4 127 86 II 286 106 IS 0,04 3647 

6 365 71 20 186 161 35 1101 325 66 0,03 3832 

I 436 116 18 409 1S6 20 1151 287 39 0,08 3860 

2 654 215 53 234 199 68 1032 435 124 0,26 3792 
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